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As & result of the shortage of materials imported from abroasd, and in the
research for application of less costly materials in industry, utilization
of all kinds of substitutes 1s recommended, PFor instance, for insulating
boilers and steam pipes in steem engines, the following mixture is now béing
applied instead of Klingerit, Paramit, etc,.:

bitumen - 1 part
mazut - 1 part
powdered lime <~ 2 parts
asbestos waste = 2 parts

The mazut is sdded to the heated bitumen (50° - 60°C) end then successively,
lime and dsbestos waste.
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